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Lubrication of Open Gears: 
Grinding & Pulverizing Mills

Introduction

and nonmetallic minerals are pulverized or ground so they can 
be used as solid fuels or ingredients in products. For example, 
coal as a solid fuel requires some processing before its latent 

coal is pulverized in a mill, then fed into a boiler and used as 
fuel to heat water and generate steam to drive the turbine. 

used to manufacture various types of cement or made into a 
slurry for use in scrubbers at power plants.

Various types of mills are used to grind coal, limestone and 
other materials. Most of these mills are driven by large pinion 

to be down except for scheduled maintenance. Therefore, 

pressure, shock  loading and the high contact point 

lubricants are:

• Pyroshield® Syn Hvy Open Gear Lubricant (9000)
• Pyroshield® Syn XHvy Open Gear Lubricant (9011)
• Pyroshield® Syn Open Gear Grease (5180)

LE formulated its Pyroshield lubricants with its proprietary 

only 20 to 35 pounds as compared to 90 pounds for Pyroshield 
9000, 90 pounds for Pyroshield 5180, and 95 pounds for 
Pyroshield 9011. Plants around the world that have switched 

eliminated the problems with their previous gear lubricant and 

Types of Mills

Although a variety of manufacturers make grinding and 

industry or mineral. The major mill manufacturers and their 

Manufacturers
• Denver – metallic & nonmetallic minerals
• F.L. Smidth – cement, metallic minerals, mines
• Foster Wheeler – 
• Fuller-Taylor – cement, nonmetallic minerals
• KHD – mines
• Metso Minerals

− formerly Allis Chalmers – cement, glass sand,  
metallic & nonmetallic minerals

− formerly MPSI/Koppers – metallic minerals
− formerly Riley Stoker/KVS – 

• Outotec (Nordberg) – cement, metallic & nonmetallic 
minerals, mines

• Polysius – cement, mines

the industry or the type of medium used to crush or pulverize 
the mineral. Names include SAG, AG, ball, rod, tube, 
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and the material to be ground or pulverized. In the case of a 
ball mill, as the cylinder rotates, steel balls tumble and crush 
the mineral. Rod mills have steel rods as the crushing medium. 
Other crushing media can be used, such as rocks in pebble mills 
and ceramic balls in ore processing. In semi-autogenous (SAG) 
mills and AG (autogenous) mills, both of which are popular in 
mineral processing,  larger rocks are used to crush themselves 

where there is a requirement to crush or grind a mineral. 

Industries 
• lead
• Cement – limestone
• coal, limestone
• Glass sand producers – quartz
• Nonmetallic minerals/mines – phosphate, perlite,  

mica, talc, etc.
• Ore processing/mines – copper, uranium, iron, gold,  

molybdenum, zinc 
• Paint (small mills) – pigments
• Refractories –
• Sugar – sugar beets

Mill Gears

large open gear train that consists of spur, single helical or 

herringbone gears. The size of the bull gear will usually range 
from 1.8 to 12.2 meters (6 to 40 feet) in diameter. The pinion 
gear normally varies from 1/2 to 3/4 meter (1-1/2 to 2-1/2 

the pinion is usually driven by an electric motor through a gear 
reducer. Pinion speeds range from 15 to 250 rpm, and bull gear 
speeds are approximately 20 rpm, depending upon the inside 

 

Because of the heavy loads in the cylinder that must be 

costs for pinions range from $11,000 to $50,000. The cost of 
bull gears are as high as $500,000, and can require up to one 

even more expensive than the replacement costs. For example, 

Chilean Copper Mine, it costs the mine $200,000 or $300,000 

Lubrication

Asphaltic Problems

considered cancer-causing because they contain polycyclic 

Cancer (IARC). 

in the drip pans pose possible health hazards and must be 
disposed of at an approved hazardous waste disposal site. 
Approximately 75% of the product remains to be disposed of 

the disposal site. This is both inconvenient and costly.

Because of this, plants experience problems such as worn 
pinions due to misalignment, pinion bearing failure, breakage 



Superior lubricants are necessary to protect mill gears from 
damage and excessive wear. The advanced technology of LE’s 

just that.

Conversion to Pyroshield
Mill gears are closely shrouded, loosely shrouded or 
unshrouded. In closely shrouded gear systems on ball mills, 
LE recommends Pyroshield 9000 or 9011 to enable the small 

collected in a container. When there is loose or nonexistent 
gear shrouding or when product buildup is not a concern, LE’s 

temperatures. On the larger mills with external heat sources, 
such as in coal pulverizers where hot primary air – up to 371°C 
(700°F) – circulates through the mill, pinion temperatures with 

Pinion temperatures with any of the Pyroshield lubricants in 
service typically run 8-14°C (15-25°F) cooler. Depending on 
load, mills without external sources of heat generally have 

service. Pinion temperatures typically decrease with Pyroshield 
lubricants by 3-6°C (5-10°F).

Automatic Lubrication Systems

the gear train and does just that. Bijur Delimon, Farval, Lincoln 
and Trabon are the most commonly used. In these systems, air 
is used to pump and carry the lubricant to the gears. Although 

principles are the same.

unit that feeds the system directly from the drum of lubricant. 
Typically, these systems are designed to operate with 60- to 

of spraying and is fully adjustable for various cycles. The 
systems usually contain a warning device to indicate when 

failure or lack of lubricant. The amount of lubricant supplied 

measuring valve size and adjustment.

 
 
 
 
Cold can be a factor. It is important that the lubricant can be 
pumped and sprayed at the lowest expected temperatures 
throughout the year. While Pyroshield 9000, 9011 and 5180 

the correct one must be used at lower temperatures if drum 
heaters are 
not part of 

system. If the 
temperature 
to which the 
lubricant and 

system are 
exposed is less 
than 13°C (55°F), 
Pyroshield 
9011 is the 
lubricant to 
use. Above this 
temperature, 
any of the 
Pyroshield 
lubricants will 
work.

Farval reports 

products can 
harden in the 
lube lines and 
valves, which 
can cause 
lubricant 

detected before 
damage occurs, 
catastrophic 
failure can 
result. The 
close tolerance 

the pistons in the reversing valve and metering pistons – are 

Above: This Bijur Delimon Singline model is a typical 

valve panel. Below: A Bijur Delimon system “in a box” for 
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based compounds. Also, these components must handle four 

wear-related failures occur much sooner with their use.

with Pyroshield lubricants, the margin of safety provided by 
the lubricant is very important to operators. Operators have 

Pyroshield lubricants have been tested to determine the 
margin of safety they provide. These results have shown 

margins of safety before pinion temperatures rise.

Lubricant Comparison: Asphaltic vs. Pyroshield

Problems with Asphaltic & Molybdenum-Based Products
• Health, safety and disposal problems
• 

requiring drip pans and extra labor to keep clean
• Buildup in tooth roots causing alignment and  

bearing problems
• Gear wear, with low or no margin of safety
• 
• Non draining, leading to buildup in shrouds

• No disposal problems. 
• 

• No buildup of lubricant. 
• 
• Lower cost in use
• 

margin of safety to protect gears. “Healing” of moderate 
gear damage has also been observed.

• 

• High viscosity meets or exceeds all relevant manufacturers’ 

• 
 

products used include: 
Whitmore Surtac, 
Petron Gearshield, 
Molub-Alloy 907B and 
957, Mobiltac, Exxon 
Surret, Texaco Crater, 
Fuchs and Kluber.

Note: No lubricant 
can overcome weak 

alignment, undetected 

maintenance and an 

system. Any of these 
problems will add extra 
loads of unknown 
magnitude on top 
of the designed gear 
load and need to be 
addressed separately to 
prevent gear damage.

Summary

necessary to ensure the long gear life that users expect while 

of this has been proven to be accomplished through the use of 
Pyroshield 9000, 9011 and 5180 high-performance lubricants 


